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Abstract

The large Lorentz forces occuring during the excitation of
super-conducting magnets can provoke sudden molions of wire,
which eventually release enough energy to trigger a quench.
These wire motions are accompanied by two electromagnetic
effects: an Induced emf along the moved wire, and a local
change in flux caused by the "minute dislocation of current.
Both effects cause spikes in the coil voltage. Voltage data
recorded during the excitation of a superconductlng quadrupole
magnet which clearly eJChiblt such events are here reported.
Interpretations of the voltage spikes in tenns of energy release
are also presented, leading to insights on the spectrum of the
disturbances which occur in real magnets.

IntroductioD

One of the main causes of training In superconducling
magnets is thought to be frictional heating due to wire rno­
tion.1•2 This Is particularly true for particle accelerator magnets
which use Rutherford-type conductors, where several strands
are twisted together with a compaction factor of about 90%.
This leaves 10% of unfilled space, with many interfaces. The
most common technique to assemble a dIpole or a quadrupole
magnet Is to damp the superconducting coil into a very rigid
structure (e.g.,stainless steel collars) with a large compressive
load (typically: 100 MPa at room temperature). The coil pre­
compression results in large frictional forces between the
strands themselves and between the conductor and the conduc­
tor Insulation, which should prevent any motion. However,
during excitation, the strands are subjected to strong Lorentz
forces, which induce shear stresses at the metal/metal and
metal/insulation interfaces. It can happen that the shear stress
locally overcomes the frictional force leading to microslips or
even stick-slip mollons of the conductor strands.3-6 Also, the
most favored insulator in superconducUng magnet coils is
Kapton, which has a relatively low yield point (70 Mfa at 3%
elongation and room temperature). Given the large stresses ex­
lsUng In the coil, plastic flows are thus Ukely to occur, especially
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Figure 1: era_ctional view of the coliared-eoU assembly of the
TRISTAN insertion quadrupole magnet'.
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during excitation, also leading to conductor motions. These
mlcroslip, stick-slip, or plastic flow events will of course pro­
duce a dissipation of energy which can be large enough to trig­
ger a quench.4,7,8

The sudden motion of a wire is accompanied by two elec­
tromagnetic effects: an induced emf along the moved wire, and
a change of flux caused by the minute dislocation of current.
These two effects generate spikes In the coil voltage. The flux
change is of course seen by the whole coil, but the induced emf
only appears along the moved wire. If, by some means, we can
separate these two effects to only retain the Induced emf, we
should be able, from its amplitude, to estimate the amplitude of
the wire movement and the order of magnitude of the energy
release. This paper presents a measuring technique that was
developed in order to separate these two effects and to enable
direct observation of the Induced emf. We shall first describe
the principles of the measuring technique. We shall then re­
port wire-molion data from the excitaUon test of a supercon­
ducting quadrupole magnet. And last, we shall briefly discuss
these data In relation to the stability theory.

The measurements presented here were carried out on one
of the eight Industrially-fabricated quadrupole magnets for use
in the TRISTAN low-beta insertions. The features of these
Iron-free magnets can be found elsewhere.9-11 Figure 1 shows a
cross-sectional view of the collared-coil assembly; the four-layer
cos 28 coil consists of eight double-pancakes and was equipped
with a total of 9 voltage taps, allowing voltage readout across
each double-pancake. The parameters of the conductor are
given in table 1.
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Measuring Technique

Let us consider a wire of length I and cross-sectional area A
which carries a CUrrentdensity I in a magnetic flux densily B. If
the wire moves a distance dr during a time dt. a voltage Vemf Is
induced along the wire. It is given by

dr
VernE = Bl dt (1)

On the other hand, the work of the Lorentz force F applied
on the wire Is
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dW = Fdx

where

F = BII A (3)

By combining Eqs (I), (2). and (3), it comes that the energy dE
dissipated per unit cross-section of wire is

dE = Vemf/dt . (4)

Integrating Eq. (4) over the duralion of the wire motion
gives the total energy, E. released by the disturbance.

This simple model shows that if we can measure the in­
duced emf we can estimate the energy dissipated by the wire
motion.

As we described earlier. the wire motion Is accompanied by
a second electromagnetic effect: a change of flux caused by a
minute dislocation of current. Practically, the voltages we mea­
sure are across large sections of coil. Therfore, they not 0111y in­
clude the emf induced by the wire motion but also all the in­
ductive voltages generated by flux changes across the coil.
Among these flux changes Is the one resulUng from the minute
dislocalion of current. Another one is that resulting from the
ramping of the current during the coil excUatlon. To access the
emf we therefore need to eliminate these other components.

The coil in figure 1 is divided into 8 sections by mean of
voltage taps. Let VI designate the voltage across the double­
pancake where the wire motion occurs, and let V2 designate the
voltage across the other double-pancake of the same pole.
These voltages are given by

dl dM ml
VI = LI dt + ---;rr-l f A+ VernE (5)

dl dMm2
V2 = L2 dt + ---;rr-lJA (6)

where Ll are the self·lnductances of the double pancakes, Mml
are the mutual Inductances between the double-pancakes and
the moved wire, and lis the current in the coil.

Now. the two double-pancakes we consider are of the same
shape and are atop of each other. they thus embrace a very
similar flux. Let k designate the ratio of the two self-induc­
tances (which only depends on the coil geometry)

k _ k (7)
- Ll

It seems Iegilimate to assume that the mutual inductances are
also in the same ratio

M2 .. kMl (8)

Let us finally consider the canceled voltage Vcan defined by
V2

~n=~-T m
By combining Eqs. (5) through (9), It comes

Yean .. Vemf (10)

Canceling the voltages across the two double pancakes of each
pole by the ratio of the self inductances should therefore give us
direct access to the emf generated by an eventual wire motion.

The wire tends of course to move in the direction of the
Lorentz force: the sign of the emf tends therefore to be positive.
It follows that the sign of the spike in the cancel signal indicates
in which pancake the motion occurred.
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Figure 2: Schematicof the wire-motion readout system.

Ex~edmental Data

The measurements were made on the insertion quadrupole
magnet for TRISTAN described earlier. We shall refer to lhe
four poles of the coil by the numbers I to 4. Each pole has two
double-pancakes, that we shall call respeclively Inner and outer.
Four canceled voltages are considered, obtained from the differ­
ence between the inner and outer pancakes of each pole.

The measurement scheme is shown in figure 2. Each inner­
and outer-pancake voltage enters an Isolation amplifier and Is
plugged Into the cancel circuit. The output of the cancel circuit
goes through another isolation amplifiers and is finally
recorded in a multi-channel analog data recorder. In the cancel
circuit, the outer-pancake signal is attenuated by some factor
and Is subtracted from the inner-pancake signal. The attenua­
tion factor is determined prior to the excitation test by subject­
ing the coil to an AC signal and canceling the voltages of each
Individual pole. The bandwidth of the Isolation amplifiers is
100 KHz and that of the data recorder is 20 KHz.

The energy released by the wire motion Is calculated by in­
tegrating the voltage spike over the duration of the transitory
times the current density. as indicated in Iiq. (4). As mentioned
above, the polarity of the spike indicates the location of the wire
motion. In our case, a posItive spike indicates a motion that
originated in the inner pancake, while a negative spike indi­
cates a monon that took place in the outer pancake. For a wire
motion originating in the outer pancake, the energy calculated
from Eq. (4) is then divided by the cancelation factor to account
for the attenuation.

While ramping the magnet current, many spikes were ob­
served in all four canceled voltages. Most of lhese spikes were
not followed by a quench, and the voltage went back to zero.
On the other hand. a large majority of the quenches were pre­
ceded by a spike, the initial polarity of which corresponded to
that of the quenching pancake. Figure 3 shows two typical
events that were recorded during the same magnet excitation.
The event in figure 3a originated at 3600 A in the pole 112 outer
pancake and is not followed by a quench. The event in figure
3b took place in the pole #3 inner pancake at 3750 A and is fol­
lowed by a gradual increase of the voltage, indicative of a
quench. It Is remarkable that not all the spikes are followed by a
quench. but the fact that most of the quenches are preceded by
one provides some evidence that spikes and quenches are cor­
related. The interpretation of these spikes as wire-motion In­
duced signals is supported by similar observations that were
made in previous works.1,8.9 in coincidence with bursts of
acoustic emission.

A particularity of the voltages shown in figure 3 is the struc­
ture of the transitory. It starts wilh a large spike, of duration T,

followed by a damped oscillation. The canceled voltages of the
other poles remain flat during the Initial spike, but exhibit
small fluctuations during the damped oscillations. A plausible
explanation is as follows. First, a wire moves suddenly, induc­
ing an emf which is oniy seen by the canceled vollage of the
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Figure 4: Energyreleaseby wire motionas a functionof current during
the 2nd excitation of II TRISTAN insertion quadrupole
magnet.

An Interesting feature of these two plots is that if we remove
the events taking place in the pole #2 outer-pancake, some
events remaffi that took place tn other pancakes, but the level
of current at which they occur is differerent for the two excita­
tions: for the 2nd excitation, they occur all over the map, start­
ing at low currents, but, for the 8th excitation, nothing happens
until we reach a level of current higher than that of the previ­
ous quenches. It is as if the sources of wire motion had been
eliminated by the previous excitations, as predicted by the
training model Another remarkable feature of these plots is
that there is no clear trend between the energy release and the
current, and the fact that the energy release of the event preced­
ing the quench is not any larger than the previous ones. Of
course, the calculation of the energy is not very accurate, for the
duration of the spikes Is not well defined, and their amplitudes
may be affected by the small bandwidth of the analog recorder,
but the statistical accumulation of events should reduce these
uncertainties. This tells us that only a fraction of the energy re­
lease is deposited onto the conductor, eventually leading to a
quench, and that this fraction is highly variable from one event
to the other, probably depending on the cooling condition of
the moved wire. In the Iollowlng, we snail retain that the
order of magnitude of the energy release, E, is 1 mJ/mm2.
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Agure 3: Exampleof wire-molion signals during the 8th exciIa tion of a
TRISTAN insertion quadrupole magnet. (a) At 3600 A. (b) at
3750A.

pole where the moUon occurs. The wire then hils Its neigh­
bors, inducing a mechanical vibration of the whole coil. The
vibration is seen predominantly at the pole where It originated,
but It Is also picked up at the other poles, as observed in our
signals. When calculating the energy released by the wire mo­
tlon, the integration should therefore be limited over the time
1'. The order of magnitude of Tis typically 100 IJS.

Figure 4 presents a plot of the energy release per unit cross
section as a function of current for the wire-motion events of
the second excitation of the magnet. Figure 5 presents the same
plot for the eighth excitation. Both excitations lead to a trainillg
quench (3623 A for the 2nd one, 3750 A for the 8th one.) The
wire-motion events occurred predominantly in the pole #2
outer pancake, but the 2nd quench originated In the pole #2 In­
ner pancake, and the 8th quench, in the pole #3 outer pancake.

Figure 5: Energy relea5e by wire motion as a functionof current dUring
the 8th Excitationof a TRISTAN insertion quadrupole
magnet.
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Discussion

There have been many attempts to calculate the stability of
superconducting magnets against local disturbances.2,12-14 This
is indeed a difficult problem for it includes many variables.
One must correctly model the transition from the supercon­
ducting to the normal-resistive state (taking into account the N­
value of the condcutor and the current redistribution through
the copper matrix); one must also use adequate transient heat­
transfer coeffidents to the helium. This is not the place to carry
out a detailed analysis and we shallllmit ourselves in deter­
mining the order of magnitude of the quantities here involved
to verify that the values we measured make sense.

The energy releases of figures 4 and 5 are given per unit
cross-section of wire. In a composite structure as that of a
Rutherford-type conductor, the smallest part that can move is a
strand. Also, because of the twisting, the maximum length of
strand that can move is that corresponding to a half pitch. Let
us thus assume that a half pitch of strand is moving. The total
energy Q released by the motion is

Q = E trt2 (11)

where d is the strand diameter. With E .. 1 mJ/mm2, it comes

Q .. 4OO}1J

The next step is to compare Q with the energy WCI needed
to heat-up the moved strand from the bath temperature To to
the critical temperature at the given current Tel. We have

Wa = [i-{(Ta) - H(TO) ] tr~ ~ , (12)

where H is the enthalpy per unit volume of conductor, and p is
the twist pitch. At 3500 A (8 = 6.2 T and Tel = 5.45 K), it comes

. Wa = 70IlJ
As we said earlier, only a small fraction of the released energy
has to be deposited onto the moved wire to induce a transition.

The last step is to evaluate how much of the energy release
can be taken away by the helium. It is given by

l'

CHe = Jdl q(Uf trd I (13)

where q is the heat flux to the helium and f is the fraction of the
strand perimeter In contact with the helium. In the case of pool
boiling helium, it is usually assumed that the cooling is only ef­
fident as long it stays in the nucleate boiling regime, and the
maximum heat flux that can be transferred during a transient is
calculated as being that required to trigger the film boillng
regime.12 For a transient of l00-}1S duration, we have1S

l'Jdl q(t) .. 5 J/m2

and thus

CHe .. {4OO III

Depending on (, the helium has thus the capability to take away
most of the heat released by the strand motion.

This very crude model shows that, on one side, we have a
large energy dissipation, on the other side, we have a large
cooling capability, and It is the difference between these two
large terms that is deposited onto the wire and eventually heats
it up. Depending on the local wet perimeter, the residual en­
ergy can be large enough to overcome the limited enthalpy of
the wire and trigger a quench.

Conclusion

A technique was developed which allows the direct obser­
vation of the emf Induced by wire motion and the calculation
of the energy release resulting from the motion. Measure­
ments were made on a superconducting quadrupole magnet,
which showed that the excitation is accompanied by a great

number of wire-motion events. of typical duration 100 j1S, and
typical energy release per unit cross-section of 1 mJ/mm2. A
simple stability-model, based on the motion of a single strand
over a half twist pitch was then developed. which could ac­
count for the order of magnitude of the energies involved.
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