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Abstract 

A ceramic chamber inside kicker magnets can provide 
the relevant field risetime. On the other hand, some metal
lic coating inside has to prevent static charge buildup and 
shield the beam from ceramic and ferrite at high frequen
cies to avoid possible resonances. The issues concerning the 
metallized ceramic chamber, such as coupling impedances 
and requirements on the coating, are studied to find a com
promise solution for kickers of the Medium Energy Booster 
at the Superconducting Super Collider. 

1. INTRODUCTION 

There are two reasons for using ceramic chambers in 
kickers: (1) to avoid shielding of a fast-changing external 
magnetic field by metallic chamber walls; and (2) to reduce 
heating due to eddycurrents. On the other hand, such a 
chamber can produce large coupling impedances, since it 
works as a slow-wave structure, and can lead to accumula
tion of static charges on the ceramic surface. The natural 
way to avoid these unwanted effects is to put a thin metal
lic coating on the inner surface of the ceramic chamber. 
However, shortcomings of such a coating are obvious. It 
will again shield fast-changing external magnetic fields and 
heat the chamber walls due to eddycurrents, cf. the reasons 
for the ceramic chamber. To find a compromise solution we 
have to estimate quantitatively both the effects of shielding 
and impedances. 

II. RISETIMES AND HEATING 

The length of the front of the magnetic field pulse, Tk, 

should be about 50 ns for the Medium Energy Booster 
(MEB) injection kicker and 2 J.l.S for abort and extraction 
kickers. Even if we have a step-like external magnetic field, 
the risetime of the magnetic field inside a vacuum chamber 
with a metallic layer on the wall would be finite because 
of (1) shielding due to eddy-currents and (2) skin-depth 
effect. 

A. Shielding by Eddy Currents 

Continuous coating. For a round metallic tube of radius 
b and wall thickness d the risetime T. due to shielding of 

·Operated by the Universities Research Association, Inc., for 
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a step-like external magnetic field by eddy currents in the 
wall is [1, 2, 3] 

(1) 

The cross section of the vacuum chamber in MEB and Low 
Energy Booster (LEB) kickers is more similar to a rectan
gle 10 x 5 cm with rounded angles. One can easily calculate 
risetime T, for such a geometry as T, ~ L/ R, where Land 
R are characteristic inductance and resistance. For metal
wall thickness d in a chamber with length I and rectangular 
cross section w x h (d ~ w, vertical magnetic field) we get 
L = 4J.1.o//,Tr; R = 41/(uwd), and hence 

(2) 

This estimate is approximately the same as that of Eq. (1) 
if w = 2b is assumed. 

Applying Eq. (2) with w = 10 em, we try to satisfy 
condition T, < KTk, where K =0.1-0.2 is a numerical factor. 
For K = 0.2 this gives 99% of Bm(J:t: inside the chamber after 
Tk for a step-like external magnetic field. This leads to the 
following restriction 

d 
1rKTk 

U <--, 
J.l.oW 

which gives for the injection kicker with,. = 0.2 

ud < 0.25 0-1
; or no> 40 ; 

and for the extraction/abort ones with K. = 0.1 

ud < 5 0- 1 ; or 'R.o > 0.2 O. 

Here 'R.o = 1/( ud) is the surface resistivity per square. 
Then the allowed thickness of the coating by stainless steel 
or titanium (u ~ 1.43.106 (0)-1 ) is d < 0.17 J.l.m for the 
injection kicker and d < 3.4 J.l.m for extraction/abort ones. 
For more accurate calculations that take into account the 
shape of the pulse of the external magnetic field see [4]. 

Coating by stripes. The shielding effect due to eddy 
currents can be reduced essentially if the coating by lon
gitudinal stripes is applied instead of the continuous one, 
e.g. [5]. For a rectangular cross section if we have N stripes 
with width W1 = wiN and thickness d, d ~ W1 (we neglect 
here the width of small gaps between stripes) on horizontal 
chamber walls, the resistance with respect to eddy currents 
is N times higher than for continuous coating, and as a re
suIt, T. -+ T. / N , and the allowed value of thickness 

d-+Nd. 

The coating of side walls does not affect the shielding. 



B. Skin-Depth Effect 

It is well-known that the skin-depth in a metal is equal 
to 8 = j2/(J.LOuw). If the metal-wall thickness is d and 
frequency W.d is defined by the equation 8(W.d) = d, all 
frequencies higher than W.d will be screened by the wall. 
It gives us the rise time due to skin-depth effect 

(3) 

To satisfy condition T. < Ii:Tk, it is necessary to restrict 

For the injection kicker we get ud2 < 0.016 min and for 
stainless steel d < 100 J.Lm. The limitation from the skin
depth effect is weak in comparison with those from the 
eddy currents. 

C. Heating Due to Eddy Currents 

The energy produced by eddy currents during time T 

in the wall of length I, width wand thickness d can be 
estimated as 

(4) 

where iJ :::: BO/T is taken. The relevant temperature rise 
is 

E B 2uw2 

t:.T:::: CM :::: -12-°,,--- , 
TCmPm 

(5) 

where Cm and Pm are specific heat and density of the wall 
material. If we take them as 450 J /kg/K and 7800 kg/m3 

for stainless steel, Bo = 0.015 T, T = 50 ns, we get E/I = 
0.5 J /m for d = 1 J.Lm, and t:.T = 1.5 K. That is not too 
much. It should be noted also that t:.T is independent of 
the thickness of the coating. 

For N metallic stripes instead of a solid coating, the in
duced eddy current in each stripe is II = 1/ N2 and the 
resistance of a stripe is Rl = N R. The total energy re
leased is only EN = E/N2 and, hence, t:.TN = t:.T/N2. 
It means that in the case of N = 20 stripes we have the 
temperature rise t:.T = 0.004 K only. 

D. Effects of Slots in Metallic Coating 

Let us consider what width WI of stripes and 9 of gaps 
between them are reasonable if the metallic coating is per
formed as stripes. If there are N stripes on a horizontal 
chamber wall, then WI +9 = W / N and the allowed thickness 
of coating is d == N do, where w is the width of chamber and 
do is the allowed thickness of continuous coating. When 
do :::: 0.15 J.Lm for stainless steel and w = 10 cm we would 
get reasonable figures d == 3 J.Lm and Wl + 9 == 5 mm for 
N == 20. As for ratio g/Wl, it can be estimated as follows. 
A narrow (g ~ wt) gap between two thin stripes (d ~ g), 
which are in one plane, has capacitance 

€ + 14€ol 
C :::: -2- --:;-In(2wI/ g) , 

where / is the gap length. If 9 is very small, this capacitance 
is big, and eddy currents at high frequencies would easily 
flow between stripes, shielding the external magnetic field 
strongly, as it occurs with a continuos coating. At W :::: 

5/Tk == 108 s-1 and / = 26 cm (the length of one section 
of the MEB injection kicker), Zc = l/(wC) :::: 3000. for 
wd 9 == 4. It should be compared with the resistance of 
a stripe R:::: 600. and its reactance ZL == wL :::: 42 n. It 
is clear that from the point of view of shielding we have 
to restrict the ratio wI/ 9 :::; 10-15 in this case. It means 
that reasonable values for the stripe and gap width are 
WI = 4.5 mm and 9 == 0.5 mm for the case of N = 20. 

III. COUPLING IMPEDANCES OF 
CERAMIC CHAMBER 

To estimate impedances of ceramic chamber we will use 
a model with a circular cross section of inner radius b and 
multi-layer wall: inner metal coating of thickness d (con
ductivity u), ceramic of thickness t:. (permittivity €), and 
thick outermost layer (perfect conductor or magnet). For 
such a geometry, it is possible to calculate em-fields pro
duced by a given current perturbation and to derive ex
plicit expressions for coupling impedances. The longitudi
nal impedance was done by B. Zotter [6]. 

A. Low-Frequency Impedances 

The real part of the longitudinal impedance of a chamber 
piece with length L is 

L 
Re Z(w) = 27rb'R 

where at low frequencies (8 > d) 'R = no == l/(ud). Since 
it works when f < fret) == 75.7 kHz, the ratio of the kicker 
resistive-wall impedance to that of the ring is 

Re Zkick L dchUch 
r- ------

- Re Zch - 27rR dcr ' 

where 27r R == 3096 m is the MEB circumference and dCh == 
2 mm is the wall thickness. The transverse impedance can 
be obtained making use of the relation Z.l. = (2R/b2)Z/n. 
With L == 3 m as the total length of the injection kicker, 
Uch == U and d == 0.15 J.Lm, we get r:::: 13 (!). Certainly, it 
is the worst case since we assume the image current flows 
only through the coating. In fact, some part of it will flow 
through external circuits. Nevertheless, for N stripes this 
ratio would be N times lower since the allowed thickness 
is N times higher. Otherwise, in the case of a solid coating 
it is reasonable to connect two pieces of the beam pipe, 
those upstream and downstream the kicker, by a good ex
ternal conductor to prevent the essential reduction of the 
resistive-wall instability risetime. 

In the so-called low-frequency limit, i.e., when w ~ 
Cf / ( .jeb), the longitudinal impedance of the uncoated 
chamber (d == 0) is [6] 

Z ZoL [1 . 2 1] ( t:.) - == - - tan 8E - ~(f3 - -) In 1 + - , 
n 27rR € € b 

(6) 



where tan OE is the loss-tangent (10- 4 for alumina), and a 
perfect conductor outside ceramic is assumed. 

From similar calculations the transverse impedance of 
the uncoated ceramic chamber with a perfect conductor 
outside ceramic is 

where 
(b + A)2 - b2 

Q" = (b + A)2 + b2 . 

The transverse impedance in the case when a perfect mag
net is outside ceramic is 

For the case of inner continuous coating we have simple 
expressions in the low-frequency limit w < c/( .jib) when 
, ~ 1 and, in addition, uowb/cr «: d «: o. For stainless 
steel at frequency 1 = 60 MHz it means 10-9 m «: d «: 
5.4 . 10-5 if € = 10, i.e., the interval of practical interest. 
The transverse impedance is 

L s - i( 
Z.L = Zo 2?!"b2 s2 + (2 (7) 

where s = bd/02 and (= (b+A)2 /[(b+A)2=fb2 ], the upper 
sign corresponds to the case when a perfect conductor is 
outside ceramic, and the lower one to a perfect magnet. 

Now one can make some estimates. Let us take b = 
2.5 cm for a pessimistic estimate and b = 5 cm for an 
optimistic one, A = 3 mm, € = 10" = 13-213, R = 630 m 
and L = EN;L; = 21 m, the total length of all MEB 
kicker magnets. The impedance values at 1 = 60 MHz, 
which corresponds to the bunch spacing 5 m, are shown in 
Tables 1 and 2. 

II 
d, pm 

Table 1 
Longitudinal Impedance 

II (Z/n)/ mO 

0 1 
b = 2.5 cm ?-i202 88 - i51 
b = 5 cm ?-i104 46 - i25 

Table 2 
Transverse Impedance 

II d, pm 
II Z.L/ (kO/m) 

o 1 I 

5 
23 - i3 
12 - i1 

5 
injection kicker 

b = 2.5 cm ?-i243 I 34 - i2 1 7 - iO.1 

II 

b = 5 cm ?-i44 I 4 - iO.1 I 0.9 - iO.005 
extraction & abort kickers 

b = 2.5 cm ?-i310 I 152 - i89 I 40 - i5 
b = 5 cm ?-i42 I 20 - ill I 5 - iO.5 

11 

Here "?" in the first column means that the real part of 
impedance for an uncoated chamber is defined mostly by 
losses in external conductors or ferrite. 

At frequencies below 1 MHz 1m Z / n and 1m Z.L are 
nearly frequency- and d-independent: -0.17 0 and 
-0.35 MO/m for the extraction and abort kickers together; 
-0.26 0 and -0.52 MO/m for the injection one, when 
b = 2.5 cm is taken. With b = 5 cm (optimistic estimate), 
we get the same values of ImZ/n, and -0.09 MO/m and 
-0.13 MO/m for ImZ.L' respectively. 

B. Resonances 

Since the ceramic chamber works as a slow-wave struc
ture, some resonances can occur at high frequencies. If we 
consider tan Oe «: 1 and frequency range c/ ( .jib) «: w «: 
Cf /b, the resonance condition is simplified to [6] 

cot IIIIA = bllll/(2€) , (8) 

where II = wy'l - €p(32/c. If, in addition, b/(2€A) «: 
1, the p-th resonance is approximately defined by zp == 
IlIplA ~ ?!"(p-1/2). The maximal value of the longitudinal 
impedance at the resonance can be estimated as 

(
Z) L 8Zo (32A3 (€ - (3-2)2 
-; p = 2?!"R tanoE zib3 zi + C 

(9) 

where C = x[x + 2/(€(32) - 1] with x = 2€A/b. For the 
parameters cited above we get the lowest (p = 1) reso
nance frequency 11 ~ 8.6 GHz and corresponding maximal 
impedance (Z/nh ~ 16 kO if L = 21 m. 

The metallic coating damps these resonances drastically. 
The impedance value is approximately 

Z L 02 

-; = Z02?!"R2bd ' (10) 

which gives (Z/nh ~ 1.2 mO for d = 1 pm. 

IV. CONCLUSIONS 

The inner metallization of the ceramic chamber in kick
ers helps to avoid resonances and static charge buildup. 
For very fast kickers the coating by stripes has some ad
vantages. 
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